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452.4 Measurement 
Full depth replacement slabs are measured for payment by the cubic yard (meter) using the average squared dimensions times 
the average depth. 

Dowels and dowel placement are not measured for separate payment but are included in the Unit Price bid for full depth slab 
replacement. 

452.4.01 Limits 
General Provisions 101 through 150. 

452.5 Payment 
Full depth replacement slabs will be paid for at the Contract Unit Price per cubic yard (meter). Payment is full compensation 
for: 

• Furnishing materials including dowels, epoxy, and 24-hour accelerated strength concrete 
• Performing work such as repairing shoulders if required, removing unsatisfactory material, sawing and sealing new 

joints, and performing other work specified in this Specification 
Payment will be made under: 

Item No. 452 Full depth slab replacement Per cubic yard (meter) 

452.5.01 Adjustments 
General Provisions 101 through 150. 

Section 453—Portland Cement Concrete Whitetopping 

453.1 General Description 
Specifications for this work will be included elsewhere in the Contract. 

Section 455—Filter Fabric for Embankment Stabilization 

455.1 General Description 
This work consists of placing filter fabric for embankment stabilization as shown in the Plans or as directed by the Engineer. 

455.1.01 Definitions 
General Provisions 101 through 150. 
455.1.02 Related References 
A. Standard Specifications 

Section 881—Fabrics 

B. Referenced Documents 

General Provisions 101 through 150. 

455.1.03 Submittals 
General Provisions 101 through 150. 

455.2 Materials 
Use filter fabric that meets the requirements of Subsection 881.2.08, “Filter Fabric for Embankment Stabilization”. 

455.2.01 Delivery, Storage, and Handling 

General Provisions 101 through 150. 

452.4 


